Cumulative Corrosion (mm)
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Figure B.11 — Cumulative Corrosion Over Time for
Bath 2, 1.0% Chloride, Pre-Cracked
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Figure B.12 — Cumulative Corrosion Over Time for
Bath 2, 1.5% Chloride, Pre-Cracked
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